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A. GENERAL 

A-1. This specification has been revised and replaces Sales Specification 2013-2, dated October 

1995.  The product name was revised to match the nomenclature in other Eastman 

literature.  No changes have been made to the properties and test method section. 

A-2. This specification describes a grade of EASTMAN Isobutyronitrile which must meet all of 

the requirements listed in Section B when tested as directed by the referenced methods. 

A-3. Material Safety Data Sheet No. 100000211 outlines the safety precautions for EASTMAN 

Isobutyronitrile. 

B. PROPERTIES AND TEST METHODS 

 Property Specification Limits Test Method 

 B- 1 ISOBUTYRONITRILE, WT% 99.6 MIN TXAL-A-XX-2013-GC-57 

 B- 2 SPECIFIC GRAVITY, 20/20 C 0.770 - 0.774 ASTM D 4052 

 B- 3 COLOR, PT-CO SCALE 15 MAX TXAL-A-XX-G-VCC-05 

 B- 4 WATER, WT% 0.2 MAX ASTM E 203 

 B- 5 APPEARANCE CLEAR, CLEAN LIQUID ASTM D 2090 


